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Abstract- In this paper, a plasmonic perfect absorber based on metal

array of specific apertures in its upper metal layer is proposed. The absorption spectrum 

using the three-dimensional finite difference time domain (3D FDTD) numerical method for the vertical incidence of 

the plane wave beam in the range of 850 n

to the polarization of light in vertical radiation, and in both transverse electric (TE) and transverse magnetic (TM) 

modes, it offers the same absorption spectrum, in which the two resonance peaks with high abs

Simulation data have also shown that the absorption spectrum will remain almost constant w

radiation angle from 0 to 20 °. The capability of the device as a sensor of the refractive index of 

also been measured. Thus by pouring analytes

the displacement of both resonance peaks to higher wavelengths has been observed. The sensitivities of these two 

resonance peaks (Δλ / Δn) are obtained 
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bsorber-based sensor independent of polarization
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In this paper, a plasmonic perfect absorber based on metal-insulator-metal nanostructure with a periodic 

array of specific apertures in its upper metal layer is proposed. The absorption spectrum of the structure is calculated 

dimensional finite difference time domain (3D FDTD) numerical method for the vertical incidence of 

the plane wave beam in the range of 850 nm to 1300 nm. According to the results, the proposed absorber is not 

to the polarization of light in vertical radiation, and in both transverse electric (TE) and transverse magnetic (TM) 

modes, it offers the same absorption spectrum, in which the two resonance peaks with high abs

ata have also shown that the absorption spectrum will remain almost constant w

radiation angle from 0 to 20 °. The capability of the device as a sensor of the refractive index of 

ng analytes into the apertures of the structure and increasing their refractive index, 

the displacement of both resonance peaks to higher wavelengths has been observed. The sensitivities of these two 

obtained 103.82 nm /RIU and 189.58 nm/RIU, respectively. 
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metal nanostructure with a periodic 

of the structure is calculated 

dimensional finite difference time domain (3D FDTD) numerical method for the vertical incidence of 

s, the proposed absorber is not sensitive 

to the polarization of light in vertical radiation, and in both transverse electric (TE) and transverse magnetic (TM) 

modes, it offers the same absorption spectrum, in which the two resonance peaks with high absorptions are observed. 

ata have also shown that the absorption spectrum will remain almost constant with a deviation of the 

radiation angle from 0 to 20 °. The capability of the device as a sensor of the refractive index of analyte solutions has 

into the apertures of the structure and increasing their refractive index, 

the displacement of both resonance peaks to higher wavelengths has been observed. The sensitivities of these two 
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1. Introduction 

    In recent years, plasmonic perfect absorbers 

based on metal-insulation-metal nanostructures 

have attracted a lot of attention due to the 

simplicity of the design and construction 

processes, and the light confining ability below 

the diffraction limit using sub-wavelength metal 

arrays [1].  In these devices, the upper metal 

layer usually consists of a periodic nano-

particles or nano-apertures array, which is 

separated by a layer of insulator from a 

continuous flat metal layer at the bottom of the 

structure [2]. The thickness bottom metal layer 

will be considered as higher than the penetration 

depth of incident wavelengths and, it acts as a 

perfect mirror [3,4]. The perfect light absorption 

in specific frequency bands is provided by 

excitation of the localized surface plasmon 

resonances (LSPRs) at the interface of the upper 

metal layer and the insulator layer [5]. Currently, 

plasmonic perfect absorbers based on tiny 

windows in the upper metal layer due to good 

contact between the analyte fluids and the 

absorber surface are mostly used in sensor 

applications [6]. In this paper, a nanoscale Au-

MgF2-Au structure based on a periodic aperture 

array is proposed as a perfect absorber whose 

absorption spectrum in vertical radiation is 

independent of polarization, and with the 

deviation of the vertical radiation with a 

tolerance of 20 degrees, it still achieves full 

absorption and an almost constant spectrum. For 

the sensing process, analyte fluids are poured 

into the apertures of structure. In the following, 

in sections 2,3, and 4, the absorber structure 

design, the simulation results, and the research 

conclusion are presented, respectively. 

2. Absorber Structure Design  

      The unit cell of the proposed perfect 

absorber structure is shown in Fig. 1. In this 

design, a layer of gold with a thickness greater 

than the penetration depth of the incident 

wavelength range is placed as the full reflector 

at the lowest level of the structure and is 

separated from the other gold layer with a 

periodic array of apertures on top of the 

structure by a magnesium fluoride (MgF2) 

insulation spacer layer. The thickness of these 

three layers from bottom to top is  t1=150 nm, 

t2=30 nm, and t3=30 nm, respectively. The 

periodicity of the unit cell is also considered in 

the direction of x and y Px=Py=550 nm.   

 

Fig. 1: The unit cell of absorber structure:  

(a) The 3D view, (b) The 2D top view. 

    In the upper gold layer of the structure, a ring-

shaped groove is drilled to a depth of t3=30 nm 

with internal and external radii of 120 and 180 

nm, respectively, in which there are four gold-

filled gaps with a distance of 4 nm in the x and y 

direction of this ring. There are also four 

rectangular holes with a length and width of 

W2=60 and W1=40 nm and a depth of t3=30 nm 

on the sides of x and y and at a distance of 20 

nm from the four gaps. The dielectric constant of 

gold in the incident spectral range is described 

by the Drude model [7]. The refractive index of 

the MgF2 is defined from Ref [8]. If this 

absorber structure is to be used as a refractive 

index sensor, analyte liquids  (such as water-

soluble glucose) are poured into the grooves and 

holes of the upper gold layer. In the modelling 

process using the 3D Finite-Difference Time-

Domain (FDTD) numerical method, the 

simulation environment is limited from the 

upward and downward directions in z to the 

boundary condition of the perfectly match layer 

(PML), and in the x and y directions are limited 

by the periodic boundary condition.  
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3.  Simulation Results  

    In this step, a plane wave of light within 0.85-

1.3 µm wavelength range is incited in z-

direction and perpendicular to the structure. The 

Reflection (R) and Transmission (T) spectra of 

the absorber are obtained in the incident 

wavelength range and then the Absorption 

spectrum (A) is calculated from the relation A = 

1-T-R. Note that the reflection spectrum is the 

reflected power intensity of the sensor structure, 

and the transmittance spectrum is completely 

suppressed by the bottom gold mirror 

(T=0)[3,4]. The absorption spectra of this 

absorber for polarization of the electric field of 

radiation in the x (TE) and y (TM) directions is 

shown in Figure 2 (a). As can be seen, the 

absorption spectrum of the proposed structure in 

the vertical incident is independent of 

polarization, and in both cases, two resonance 

peaks are observed at wavelengths of 953.771 

nm and 1174.29 nm. In another step, to 

investigate the tolerance of the absorption 

spectrum relative to the incident angle, we 

increase the incident plane wave angle from 0 to 

20 degrees with 4-degree steps, which the 

absorption spectrum obtained in Figure 2(b) is 

shown. According to the observations, the 

wavelengths of both resonance peaks are 

independent of the incident angle, and only the 

bandwidth of both resonances is slightly 

increased. It should be noted that, in both 

Figures 2(a) and 2(b), the refractive index inside 

the apertures of structure n=1.312 is considered. 

 
Fig. 2: The absorption spectra for;(a)TE and TM 

modes, (b) different incident angles (0,4,8,12,16,20ᵒ).     
   In order to evaluate the sensing capability of 

the proposed absorber, analytes with different 

refractive indices are poured one after the other 

into the apertures of the structure and the output 

absorption spectrum is measured for each of 

them. According to the results obtained in 

Figure 3, as the analyte refractive index 

increases, both resonance peaks shift to higher 

wavelengths. We can calculate the sensitivity of 

the sensor using relation S=Δλp/Δn. Where Δλp 

is the resonance peak shift, and Δn is a refractive 

index unit (RIU) variations [3,4]. The sensitivity 

of the first and second resonance peaks were 

obtained 103.82 nm/RIU, and 189.58 nm/RIU, 

respectively. 

 [
 D

ow
nl

oa
de

d 
fr

om
 o

ps
i.i

r 
on

 2
02

5-
10

-1
6 

] 

                               3 / 4

http://opsi.ir/article-1-2780-en.html


The 28
th

 Iranian Conference on Optics and Photonics (ICOP 2022), and the 14
th

 Iranian Conference on Photonics 

Engineering and Technology (ICPET 2022).  Shahid Chamran University, Khuzestan, Iran. 

Feb. 1-3, 2022. 

4 

 
Fig. 3:  The curve of the resonance wavelength versus 

refractive indices for (a)peak 1 , (b) peak 2.     

4. Conclusion 

          In this paper, a plasmonic perfect absorber 

based on metal-insulator-metal nanostructure with a 

periodic array of specific apertures in its upper metal 

layer has been presented. The absorption spectrum of 

the structure has been calculated for the vertical 

incidence of the plane wave beam in the range of 850 

nm to 1300 nm. According to the simulations, the 

proposed absorber is not sensitive to the polarization 

of light in vertical radiation, and in both TE and TM 

modes, the two resonance peaks with high 

absorptions (one 90% and the other complete 

absorption) have been observed. The absorption 

spectrum also has been remained almost constant 

with a deviation of the vertical radiation angle from 0 

to 20 °.  

References 

[1] T. Wu, Y. Liu, Z. Yu, Y. Peng, C. Shu, H. Ye, “The 

sensing characteristics of plasmonic waveguide with a 

ring resonator,”  OSA, Opt. Express, vol. 22, pp.7669-

7677, 2014.  

[2] Y. Chu, K. B. Crozier, “Experimental study of the 

interaction between localized and propagating surface 

plasmons,” Opt Lett, vol. 34, pp. 244-246, 2009.  

[3] Z. Madadi, K. Abedi, G. Darvish, M. Khatir, 

“Refractive Index Sensing by a Narrow-band Perfect 

Absorber based on Plasmonics Resonances, ” in 

Proc.26 
th

 ICOP & ICPET, Tehran, Iran, pp.1093-

1096, 2020. 

[4] Z. Madadi, “Metal-Insulator-Metal based 

Plasmonic Perfect Absorber as a High-Sensitivity 

Sensor, ” in Proc.27 
th

 ICOP & ICPET, Zahedan, 

Iran, pp.692-695, 2021. 
[5] J. Ye, P. V. Dorpe, “Improvement of Figure of 

Merit for Gold Nanobar Array Plasmonic Sensors,” 

Plasmonics, vol. 6, pp.665-671, 2011. 

[6] P. Mandal, “Plasmonic Perfect Absorber for 

Refractive Index Sensing and SERS,” Plasmonics, 

vol.11, pp.223-229, 2016. 

[7] M. A. Ordal, L.L. Long, R. J. Bell, S. E.  Bell, R. 

R. Bell, R. W. Alexander, C. A. Ward, “Optical 

properties of the metals Al, Co, Cu, Au, Fe, Pb, Ni, 

Pd, Pt, Ag, Ti, and W in the infrared and far 

infrared,”  Appl. Opt, vol. 22, pp.1099-1119, 1983. 

[8] E. D. Palik, Handbook of Optical Constants of 

Solids, 1
st
 ed., Academic Press, Elsevier, pp.5-114, 

1997. 

 [
 D

ow
nl

oa
de

d 
fr

om
 o

ps
i.i

r 
on

 2
02

5-
10

-1
6 

] 

Powered by TCPDF (www.tcpdf.org)

                               4 / 4

http://opsi.ir/article-1-2780-en.html
http://www.tcpdf.org

